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ger Forschungsh., 1965, BI11, 53-71] (G)

BISI 6534 (W. Bernhardt)
New metallographic techniques. [Neue Hiitte,
1966, 11, Mar., 167-711)] (G)

BISI 6782 (P. Huml, et al.)
On the kinetics and mechanism of bainitic ferrite
growth. [Kovové Mat., 1968, 6, (3), 222-235 (Cz)

BISI 6931 (J. Ruge)
Improved time-Temperature-Transformation
diagrams for welding technology. [Stahl Eisen,
1968, 88, July 25, 824-825] (G)

BISI 6932 (F. Schmidt, et al.)
The size and distribution of vanadium carboni-
trides and aluminium nitrides in the structure of
weldable structural steels with small vanadium
contents, [Bander Bleche, 1968, 9, Nov., 676-
683) (G)

BISI 5983 (R. Riman)
The scope of electron microscopy in studies of

the structure of silicon steels. [Zpravy V’uhi,
1966, 10, 145-165] (Cz)

BISI 6367 (F. Dept)

The iron-chromium-carbon system determination
of the distribution coefficients of the Alloy
elements chromium, copper and nickel by
means of an electron probe microanalyser. [ATB
Met., 1967, 7, (3), 89-105] (Du)

BISI 7021 (H. Schumann)

Stability of the hexagonal e-phase in iron alloys.

[Neue Hutte, 1968, 13, Aug., 479-482] (G)

6626 (R. Campos-Soares, et al.)

Adescription of techniques leading to the exa-

mination identification and analysis of the very

fine precipitated phases in metallic materials.

[ Journal de Microscopie, 1968, 7, Jan., 17-37]

(¥)

BISI 6366 (W. Peter and H. Finkler)
Investigation of the diffusion equilibrium of
crystal segregations of the elements manganese,
chromium, nickel, vanadium, phosphorus,

" sulphur and carbon and in test pieces contain-
ing artificial segregtions. [Arch. Eisenh.. 1967,
38, Oct., 775-7831%(G)

BISI

Analysis
BISI 6245 (G. Staats)
Sampling of pig and cast iron for spectrometric
analysis by emissions. [Z. anal. Chemie, 1967,
230, (3), 184-188] (G)
BISI 6358 (M. Cakon and M. Kovarik)
The determination of manganese, silicon and
phosphorus in ferromanganese with one pre-
paration. [Hutn. Listy, 1967, 22 (9), 634—635;[
(C2)
BISI 6669 (G. Herberg, et, al.)
Removal processes and inter-element effects in
optical emission spectrographic analysis of steel-
II. [Spectrochim. Acta, 1968, 23B, 363-371]
(G) '
BISI 7273 (B. Tomik and J. Tyl)
The use of ferromagnetic properties for ana-
lytical purposes-abridged.[Sbornik VSB Ostravé
1968, 14, (1), 75-88] (Cz)
BISI 7253 (T.A. Kiss, et al.)
Successive determination of calcium and magne-
sium with edta in ethanol-containing
solution. [Anal. Chim. Acta, 1968, 43, (2),
340-342] (G)
Economics and Statistics
BISI 7209 (A. Friedrich)
Long-term management planning in a steel-
producing and steel-processing group.
[Stahl Eisen, 1969, 89, Jan. 9, 1-6] (G)
BISI 7217 (R. Treffel)
Safety in coal dumps and silos. [Rev. Produ-
ction, 1962, July, 41-45-1; Aug. 30-32-11] (F)
Miscellaneous
BISI 7173 (K. Stélzle)
Flexible couplings. [Techn. Mitt., 1962, July.
316-325] (G)
BISI 7176 (Anon)
Criteria for balancing rotating solid bodies.
[VDI Report No 2060-Vorein Deutscher
Ingenieure] (G)
BISI 7293 (K. Loske)
Reflections on and difflculties of integrated
automation in iron and steel works.

[Stahl Eisen, 1969, 89, Feb. 20, 153-159 (G)]

B X &% iH &
AINZEEFEBRSDBML B
ASANTETE AR BES AN L HBETTRC L VEIMES 2B 2L ET0T, SRORETEL

T LS TRAVZLET.

1. B B¢ BOMFELIA B A 14:00~16:00
2. % B JUNRETERA GEREMFERET 3576)
3. % & Special Problems Involved in the Thermodynamics of Solid

Phases of Variable Composition.

Prof. Ralph Hultgren
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